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Abstract 

 The tension-compression fatigue behavior of the newly developed 3D and 

2D polymer matrix composites (PMCs) was investigated. Additionally, the compressive 

stress-strain behavior and compressive properties of the two composites were evaluated. 

The two material systems studied tested in this effort consisted of a high-temperature 

polyimide NRPE matrix reinforced with carbon fibers. The 3D PMC was reinforced with 

carbon fibers in a non-crimp 3D orthogonal weave. The carbon fibers used in the 3D 

woven fabric were Grafil 34-700WD for the warp and fill fibers and AS4 for the Z fibers. 

The 2D PMC was reinforced with 15 plies of the 2D de-sized Cytec T650-35 carbon 

fibers woven in an eight harness satin weave. Compressive stress-strain behavior and 

compressive properties were evaluated at 23°C and at elevated temperature. Tension-

compressive fatigue tests were performed at elevated temperature, with the ration of 

minimum to maximum stress of R = -1 at a frequency of 1 Hz. Fatigue run-out was set to 

2 x 105 cycles. All specimens that achieved fatigue run-out were subjected to tension test 

to failure in order to evaluate the retained tensile properties. In all elevated temperature 

tests one side of the specimen was at 329°C and the other side was exposed to ambient 

air. Elevated temperature caused a decrease in compressive strength and modulus for 

both material systems. The 3D PMC exhibited a higher fatigue limit than the 2D PMC. 

However, at higher maximum stress levels the 2D PMC exhibited better fatigue 

performance than the 3D PMC. Examination of the failed specimens revealed significant 
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ply delamination in the 2D PMC, while the through-thickness Z-fibers restricted ply 

delamination in the 3D PMC.  
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Tension-Compression Fatigue Behavior of  
2D and 3D Polymer Matrix Composites 

At Elevated Temperature 
 

 

 

I.  Introduction 

Advanced aerospace applications such as hypersonic vehicle airframes and 

aircraft engine components have raised demand for structural material systems that 

exhibit excellent thermal resistance, corrosion resistance and damage tolerance, as well as 

improved mechanical performance in elevated temperature environments. High-

temperature polymer matrix composites (HTPMCs) are being considered for such 

applications. However, the polymer matrix in most HTPMCs cannot operate at 

temperatures required for many aerospace structural applications. Continuous research 

seeks to improve temperature capabilities of the HTPMCs, while also increasing their 

delamination resistance and impact resistance. It is recognized that delamination and 

impact resistance of a 2D woven composite can be improved by adding reinforcement 

through the thickness of the composite. The resulting non-crimp 3D woven composites 

have been demonstrated to exhibit improvements in delamination resistance, fracture 

toughness, damage tolerance, and impact performance [1].  

An earlier study by Wilkinson [11] investigated mechanical properties and 

performance of two new HTPMCs developed by Polymer Performance Solutions Inc. 

(P2SI®) under contract with AFRL, a 2D weave PMC and 3D weave PMC. Wilkinson 

focused on tension-tension fatigue performance of these material systems at room and 

elevated temperatures. This research effort investigates tension-compression fatigue 

behavior of the aforementioned 2D and 3D material systems.  
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1.1 Motivation 

Reduced life-cycle costs and increased aircraft availability are desirable for 

sustainment of current and future military aircraft. Material systems that show improved 

fatigue performance, excellent thermal resistance and damage tolerance, as well as 

resistance to corrosion and lightning strike are prime candidate materials for potential air 

vehicle structural components. Airframe structures and components on many existing and 

future Air Force systems reach elevated temperatures during operation.  Examples 

include hypersonic vehicle airframes, engine related components (such as engine ducts, 

engine vanes, and exhaust flaps), and hot trailing edges of B-2 and C-17 wings. In the last 

three decades application of advance composite materials in military aircraft structure 

have grown tremendously due to their property of high strength to weight ratio, those 

advanced composite materials are being extensively researched and studied. As an 

example of the growth of using composite materials for US fighter aircraft structure 

Figure 1 shows the usage percentage of three different aircrafts [10].  

 
Figure 1: Materials usage trends in US aircraft. Reproduced from [10]. 
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Many aircraft industries use Polymer Matrix Composites (PMCs) and Ceramic 

Matrix Composites (CMCs) for structure that is subjected to high temperature. While 

PMR-15 being the most widely used as a thermosetting polyimide resins for high-

temperature polymer matrix composites (HTPMCs) applications, other polyimide resins 

replacement are being researched and developed due to the carcinogenic elements in the 

PMR-15 [6]. Performance Polymer Solutions Inc. (P2SI®) has been developing NRPE 

polyimide. A two-dimensional (2D) weave and three-dimensional (3D) weave of carbon-

reinforced NRPE-matrix composites have been fabricated for the Air Force Research 

Laboratory (AFRL).  

Before these newly-developed material systems can be reliably used in aircraft 

structural applications, their structural integrity and environmental durability must be 

assured. It is necessary to gain fundamental understanding of the structural performance 

of these material systems under static and cyclic loadings histories at elevated 

temperature. 

1.2 Problem Statement 

Aircraft industries favors using PMC’s over conventional metal for structure 

components in applications where high strength is required with a weight savings, where 

the glass transition temperature of the matrix constituent of HTPMCs can be exceeded in 

many of those structural components. This leads to the necessity of developing new 

materials or using thermal protection material systems to enable those PMCs to operate in 

these harsh environments. Also, the mechanical properties of those new material systems 

should be studied and experimentally investigated in simulated operational environments 
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in order to verify their ability to endure complex loading during high temperature 

applications. 

1.3 Research Objectives 

The objective of this research is to characterize compression properties and to 

investigate tension-compression fatigue performance of two newly-developed composite 

systems at room and elevated temperature. The material systems investigated in this 

research were: 

MS1: PMC with 3D woven fibers 

MS2: PMC with 2D woven fibers  

The present research effort builds on prior work by Wilkinson [11], who evaluated tensile 

properties and assessed tension-tension fatigue behavior of these material systems at 

room and elevated temperature. 

 

1.4 Methodology 

The following tasks were accomplished to achieve the thesis objective: 

1. Perform monotonic compression to failure tests at room and elevated 

temperature to characterize compression properties and stress-strain behavior 

of the 2D and 3D PMCs with 0/90° fiber orientation. 

2. Perform tension-compression fatigue tests at elevated temperature for both 

material systems and analyze experimental results. 

3. Examine the fracture surfaces using an optical microscope in order to evaluate 

damage and failure mechanisms. 
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II. Literature Review 

2.1 Composite Materials 

A composite material consists of two or more materials forming a material with 

better properties than the properties of each constituent material alone. Reinforcement 

and matrix comprise the basic structure of a composite material. Being harder, stronger, 

and stiffer in most cases the reinforcement phase provides the strength and stiffness for 

the composite material. The reinforcement can be a fibers, whiskers or particulate. Glass, 

aramid and carbon are typically used as fibers that could be continuous or discontinuous.  

On the other hand the matrix phase is continuous and comes as polymer, metal or 

ceramic. Among many purposes the matrix phase supports the fibers and bonds them 

together. Also, it transfers shear loads to the fibers [4]. In composite materials, the 

arrangement of fibers (as unidirectional or woven) in a matrix is called laminae. A 

material that consists of more than one laminae is known as laminate. These piles of 

laminae are bonded together with different orientations of fibers directions in each 

laminae [12]. Figure 2 shows a view of laminate construction. 

 
Figure 2: Un-bonded View of Laminate Construction. Reproduced from [12]. 
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By changing the number of lamiae, a laminate composite can be produced with 

different thicknesses. Delamination, or in other term interlaminar separation, occurs in 

laminate composite. Through the failure process this delamination can interact with 

transverse cracking [3]. 

2.2 Polymer Matrix Composites  

Thermoset and thermoplastic are the two matrix categories in PMCs. 

Thermosetting resins can be polyesters, vinyl-esters, epoxies, and polyamides. Curing 

process in thermoset resins occur when they experience chemical reactions which 

crosslink the polymer chains in a three dimensional network. As a result they gain a high 

dimensional stability and high temperature resistance. Thermoplastic resins (or 

engineering plastics) can be polyesters, poly-etherimide, polyamide imide, polyphenylene 

sulfide, polyether-etherketone (PEEK), and liquid crystal polymers. The processing of the 

thermoplastics is reversible unlike the curing process of thermosetting resins. Figure 3 

below shows the overall characteristics of each matrix type [16]. 

 

 
Figure 3: comparison of general characteristics of thermosets and thermoplastics. 

Reproduced from [16] 
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Glass, carbon, silicon carbide (SiC), and aramid are usually used as reinforcement 

material in PMCs [2]. Material systems studied in this research utilize carbon fibers.  

One important aspect of composite materials construction is the interface region 

between the matrix and the fibers. The stronger bond is better for load behavior in PMCs. 

In contrast, a weak bond is preferable for CMCs to avoid brittle failure and help to 

achieve crack deflection around fibers [2].   

2.3 Composite Compression and Fatigue Response  

Figure 4 shows a schematic of a composite stress-strain behavior under 

monotonic loading.  Stress-strain behaviors of the composite constituents (i. e. fibers and 

matrix) are also included. Note that Figure 4 shows stress magnitude plotted vs. strain 

magnitude. The slope of the linear range of stress-strain curve is called compressive 

modulus, EC, which is a measure of material stiffness. In compression the lowest stress 

value that the material could sustain is called the ultimate compression stress. 

 

 
Figure 4: Illustrative compression stress-strain curve.  
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Fatigue experiments are performed to evaluate the material behavior under cyclic 

loading. Experimental results are frequently represented by plotting maximum stress vs. 

cycles to failure or the S-N curve (see Figure 5). 

 

Figure 5: Example of S-N curve.  

2.4 Composite Weave Patterns  

A 2D weaving process uses 2 sets of yarns that are perpendicular to each other 

called the warps and the wefts. The warps run in the longitudinal direction of the fabric, 

where the wefts run in the transverse direction [15]. 

 

Figure 6: Examples of fabric weave styles. Reproduced from [5]. 
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Another weaving process is being researched and developed to enhance the 

strength in the through-thickness direction of the composite and help prevent ply 

delamination, see Figure 7. This 3D weaving process uses an extra set of weft yarns in 

the vertical direction perpendicular to the 2 sets of yarns used to form the 2D PMC or 

CMC. The intention is to add higher strength and stiffness in Z direction of the 

composite. However, this addition of z fiber direction in most cases results in lower in-

plane strength and modulus [15]. 

 

 

 

Figure 7: Representation of non-crimp 3D orthogonal weave. Warp yarns in red, weft 
yarns in yellow and Z yarns in blue. 

 

2.5 Previous Research 

Numerous researchers have investigated mechanical behavior of PMC materials 

with similar constituents, for example PMR-15/carbon fiber composites. Recently 

Wilkinson [11] evaluated tensile properties and studied tension-tension fatigue behavior 

of the 2D and 3D PMCs investigated in this work. Results obtained by Wilkinson in 
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tension-to-failure tests are summarized in Tables 1 and 2. Wilkinson observed that, the 

2D PMC has a higher ultimate tensile strength and stiffness than of those obtained for the 

3D PMC at room and elevated temperature. Also, the tensile properties of both the 2D 

and 3D PMCs were little affected by the increase of the temperature. 

 

Table 1: Summary of tensile properties for 3D PMC 0/90° at room temperature and 
elevated temperature (329°C). Data from Wilkinson [11]. 

 

 

Table 2: Summary of tensile properties for 2D PMC 0/90° at room temperature and 
elevated temperature (329°C). Data from Wilkinson [11]. 
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Results obtained for the 2D and 3D PMCS by Wilkinson in tension-tension 

fatigue tests are summarized in Tables 3 and 4. Wilkinson found that, the 2D PMC has a 

better tension-tension fatigue performance than the 3D PMC tension-tension fatigue 

performance. In the other hand, the 3D PMC offers improved delamination resistance.  

Table 3: Tension-tension fatigue results for 3D PMC 0/90° at elevated temperature    
(329°C). Data from Wilkinson [11]. 

 
 
 
 
 

Table 4: Tension-tension fatigue results for 2D PMC 0/90° at elevated temperature    
(329°C). Data from Wilkinson [11]. 
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III. Materials and Test Specimens  

This section provides a description of the material systems investigated in this 

research. Also, test specimen geometry used and test specimen preparation are discussed. 

3.1 Material System 1 (MS1): 3D Weave PMC 

The material system MS1 consists of a polymer matrix reinforced with carbon 

fibers in a three dimensional woven fabric pattern. The matrix material is a high 

temperature PMR-type polyimide resin called NRPE. NRPE shows low melt viscosity 

compared to PMR-15 and retains its mechanical properties at temperatures up 343˚C [9] 

Table 5, provided by P2SI® shows the 3D fabric design of the MS1. The structure 

of the 3D weave is composed of Z-direction yarns that interweave warp yarns with 

multiple insertions of fill yarns in the transverse direction. The carbon fibers used for the 

warp and fill fibers are Grafil 34-700WD and AS4 for the Z fibers. In this 3D weave the 

fabric pattern is non-crimp weave. Resin film infusion method is used to manufacture this 

material system. 

 

Table 5: Three-dimensional fabric design with property predictions. Data from 
manufacturer 
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3.2 Material System2 (MS2): 2D Weave PMC 

The MS2 consists of the NRPE polymer matrix reinforced with carbon fibers in a 

2D woven fabric pattern. The MS2 is reinforced with 15 plies of 2D carbon de-sized 

Cytec T650-35 fibers interlaced in an 8 harness satin weave. Manufacturer used prepreg 

method to fabricate this material system. Refer to Table 6 for panel properties (MS2-1). 

Table 6: PMC panels constituent properties. Data from manufacturer. 

 
Resin 

Content 

Fiber 
Volume 
Fraction 

Resin 
Volume 
Fraction 

Void 
Volume 
Fraction 

Density 
(g/cc) 

MS1-1 39.10% 52.87% 45.26% 1.87% 1.563 

MS2-1 36.44% 55.29% 42.26% 2.45% 1.566 

 

3.3 Specimen Geometry 

Tension-compression fatigue specimens studied in this research were machined 

from the same panels as the tension-tension fatigue specimens of the same fiber 

architecture. Because compressive loading, and thus the potential for buckling failure 

modes, is involved in the tension-compression cycle, specimens with hourglass-shaped 

gage section (Figure 8) were used in all tests. The stress concentration inherent in an 

hourglass-shaped specimen was assessed. Finite element analysis of the specimen shows 

that the axial stress at the edges in the middle of the hourglass section is only 3.5% higher 

than the average axial stress. Recently, specimens with an hourglass-shaped gage section 

have been successfully used in tension-compression fatigue tests of glass strand 

composites and SiC/SiC composites to minimize potential buckling in compression [7].  
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Figure 8: Tension-compression specimen geometry. All dimension in inches.  

 

3.4 Specimen Preparation 

The AFIT Model and Fabrication shop used diamond-grinding to machine test 

specimens from composite panels. The test specimens of the two material systems 

studied in this research were cut with 0/90° fiber orientation. Then each specimen was 

labeled. The specimen labels refer to specimen geometry, material system and fiber 

orientation. For instance, C1-3 refers to tension-compression specimen number 1 with 

0/90° fiber orientation cut from a panel of the 2D PMC (panel MS2-1). See Table 7 for 

more details. 

Table 7: Specimen labeling scheme 

Material 
System 

Material Type/ 
Fiber Weave 

Panel ID 
Fiber 

Orientation 
Label 

Example 
Specimen 

Labels 

Number of 
Specimens 

MS1 3D PMC MS1-1 0/90 C3 C3-1 11 

MS2 2D PMC MS2-1 0/90 C1 C1-3 10 

 

Width and thickness were measured in the gage section of each specimen using 

Mitutoyo Absolute Solar Digimatic Caliper, Model NO. CD-S6”CT. The measurements 

were performed and reported by Wilkinson [11]. Table 8 Lists average test specimen 

dimensions 
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Table 8: Average tension-compression specimen dimensions. Data from Wilkinson [11]. 

Material System Panel 
Specimen 

Type 

Average  
Width 
(mm) 

Average 
Thickness 

(mm) 

Avg Cross-Sect.  
Area (mm2) 

1 1 3D [0/90] PMC 14.6376 4.7121 68.9771 

2 1 2D [0/90] PMC 14.6427 5.7285 83.8798 

 

All specimens were washed with soap and water, and rinsed with purified water in 

order to remove contamination from the machining process contamination. Specimens 

were then dried in an Isotemp Model 282A vacuum oven at 105°C with nearly 2 inches 

Hg pressure. To assess moisture desorption, weight measurements were noted for four 

specimens of each type on a periodic basis using a Mettler Toledo laboratory balance 

accurate to ± 0.9 mg. After the specimen weight has stabilized, specimens were removed 

from the oven and kept in a desiccator until testing. Specimen weight loss vs. drying time 

is shown in Figure. 9. 

 
          Figure 9: Specimen weight loss over time. Reproduced from Wilkinson [11]. 
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In the side of the test specimen two dimples were prepared to keep the axial 

extensometer in position during the tests. Dimples were made with a minimal depth to 

avoid failure initiation at the dimples.  

Fiberglass tabs were attached to the top and bottom surfaces of the specimen with 

tape in order to prevent the wedge surface from damaging the specimen and to transfer 

the load to the specimen during initial modulus tests. For all other tests, the tabs were 

attached to the specimen grip area with M-bond 200. A fiberglass tab of 1/16’’ thickness 

was used. See Figure 10. 

 

 
Figure 10: specimen with grip tap installed. 
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IV Experimental Setup and Test Procedures 

This section provides a description of the test equipment and setup, temperature 

calibrations, tests procedures and optical microscopy used in this research.  

4.1 Mechanical Testing Equipment  

A Model 810 MTS servo-hydraulic testing machine equipped with a 100 kN (22 

kip) configured model 647.10A load cell were used for the room temperature modulus 

calculations. MTS model 647.10 water-cooled hydraulic wedge grips had a grip pressure 

of 5 MPa. Strain measurements were obtained with MTS model 632.53E-14 axial 

extensometer with a 12.7-mm gage section. 

                  
Figure 11: Overview of the test station. 

The same testing machine detailed above was used to perform all other room and 

elevated temperature tests. In case of elevated temperature tests, a single zone MTS 653 

furnace connected to an MTS 409.83 temperature controller was used. The grip pressure 
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varied from material system to another. A 15 MPa grip pressure was used in all 2D 

specimens test for the monotonic compression to failure and the tension-compression 

fatigue tests. The 3D specimens’ tests performed with a lower grip pressure to avoid 

specimen grip section crushing. Figure 12 depicts the 22 kip hydraulic testing machine, 

furnace and extensometer. 

 

 
              Figure 12: Close up view of the test setup. 

Data acquisition and input signal generation were accomplished using a Flex Test 

40 digital controller. MTS station builder release 5.2B was used to generate a 

configuration, where the station manager interface was used to perform operations. 

Different procedures were developed to run different type of tests and collect desired data 

as well. For each test these following data were collected: force, force command, 

displacement, strain, right temperature, and time.  
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4.2 Temperature Calibration 

For each material system a temperature calibration was carried out to keep the 

side of the specimen facing the furnace at a temperature of 329° C. Before conducting the 

temperature calibration procedure, the specimen was prepared by attaching two type K 

thermocouples, one on the face facing the furnace, and one the other side open to ambient 

air. First the thermocouples were placed at the center of the specimen gage and a Kapton 

tape was wrapped around the specimen, and then secured with Nickel Chromium wire see 

Figure 13. A temperature sensor of a type Omega HH501DK was used to read the 

temperature on the side of the specimen. The shiny surface of both material systems was 

installed facing the ambient air to be consistent with Wilkinson research [11]. 

 

          
Figure 13: Temperature calibration specimen. 

The one side heating objective was achieved by shaping the furnace insulation 

inserts to be consistent with the specimen geometry. This effort will help to direct the 

furnace heat to one side and keep the other side of specimen open to ambient air. The 

main piece of the inserts was carved to fit inside the furnace with enough holes in the 
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middle to allow the heat of the furnace reach the gage center on the side of the specimen. 

Then another block of the insert was tied to the furnace with a wire behind the back side 

of the specimen. After the specimen was installed in testing machine another hollow 

insulation piece was placed against the furnace and around the extensometer and tied 

with a wire.  

 

 
Figure 14: Furnace insulation setup: a) Inside furnace insert b) Specimen back side insert 

c) Specimen gripped d) Specimen front side insert 

 
A temperature calibration procedure was developed using MTS software, to ramp 

the furnace temperature, using the temperature controller, to a set point with a rate of 

10°C/min. When the furnace temperature reached the set point, then the furnace 

temperature was adjusted manually until the temperature of the right side of the specimen 

Tright, was at 329°C. This setting was then kept for a 3 hours to make sure that Tright stayed 

at 329°C with a ±5°C margin of error. This temperature calibration was done for both of 

material systems. The furnace insulation insert were destroyed during a 3D specimen test, 

a) b) 

c) d) 
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with two specimens left untested. A new furnace insulation insert was craved to fit the 

furnace. Then another temperature calibration was conducted for the remaining 3D 

specimens. During the actual tests, the temperature readings of the unheated side varied 

from specimen to specimen. This variability could have been a result of multiple reasons. 

One was the insulation was not in the same place each time a new specimen was tested. 

Another reason could have been due to changes in the laboratory ambient air temperature. 

Also, furnace position relative to the specimen might contribute to the variability of the 

temperature. The furnace set point temperature for each material system is shown in 

Table 9. 

Table 9: Furnace set point temperature for elevated temperature tests 

Specimen 
Type 

Furnace 
Set-point             

°C 

3D PMC 552 / 446 

2D PMC 446 

   

4.3 Mechanical Test Procedures 

4.3.1 Room Temperature Elastic Modulus Measurements. 

For each specimen the room temperature elastic modulus was measured to assess 

specimen to specimen and panel to panel variability. These modulus tests were carried 

out prior to any other tests. The specimens were loaded to 20 MPa stress in a stress 

control mode at a rate of 1 MPa/s, then brought to a zero load stress at the same rate. This 

process was repeated three times to get an average modulus from the load and unload 
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segments. The modulus was obtained by taking the slope of the best fit line on a stress-

strain curve for each segment. This work was performed by Wilkinson [11].  

4.3.2 Monotonic Compression Tests. 

As stated in the objective earlier, monotonic compression-to-failure test we 

performed at room temperature and elevated temperature. The room temperature test was 

carried out to evaluate as-processed mechanical properties of the material systems. Then 

the same test was carried out with the right side of the specimen at an elevated 

temperature of 329°C. One specimen from each material system was tested at room 

temperature, while two specimens from each material system were tested at elevated 

temperature.  

MTS software was used to create the test procedures where the specimen was 

loaded in displacement control at a rate of 0.025 mm/s. Failure was considered when a 

dramatic drop in the load occurred. For the elevated temperature tests, the temperature 

controller was used to ramp the furnace temperature to the set point at a rate of 10°C/min 

and then kept constant for 45 min prior loading the specimen in displacement control to 

failure. The data acquisition for these tests included force, displacement, displacement 

command, strain, temperature, temperature command and time. 

4.3.3 Fatigue Tests. 

All the tension-compression fatigue tests were carried out at an elevated 

temperature where Tright is 329°C with a stress ratio of R = -1 and frequency of 1 Hz. 

Fatigue performance of each material system was evaluated at different maximum stress 

levels. Fatigue run-out was defined as 2×105 cycles.  All specimens that achieved fatigue 
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run-out were tested in tension to failure at elevated temperature to evaluate the retained 

tensile properties. In the tension-to-failure tests the specimen was loaded in displacement 

control at a rate of 0.025 mm/s. Failure was considered when a dramatic drop in the load 

occurred. 

 The test procedure was created using the MTS software. First, the temperature 

controller would ramp the furnace temperature to the set point determined during 

temperature calibration at a rate of 10°C/min. Then the temperature was kept constant 

during the test progress. After 45 min soak at temperature, the procedure would start the 

cyclic loading using a sine waveform in force control. The procedure would stop if the 

specimen failed before reaching run-out (2x105). If failure did not occur, the procedure 

would stop the cyclic loading and then proceed to the tension-to-failure tese to assess the 

retained properties of the specimen in comparison to the specimen properties before 

cyclic fatigue loading. 

To be consistent with prior work [11, p. 37] the following test procedure and data 

acquisition scheme were used in this research: 

 Warm-up: for the temperature ramp up and 45 min dwell period: data 

collected every 15 seconds and saved to the specimen data file. 

 Fatigue:  

- Collect Peak & Valley Data: for each cycle the data at the maximum 

and minimum points were collected and saved to Peak_Valley data 

file. 

- Collect Cyclic Data: for selected number of cycles (specified below) 

the data was collected every 0.01 seconds and saved to Cyclic data file. 
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 Cycles 1-25 

 Every 10th cycle from 30 to 100 

 Every 100th cycle from 100 to 1000 

 Every 1,000th cycle from 1,000 to 10,000 

 Every 10,000 cycle from 10,000 to 200,000 

 Tension to Failure: data collected every 0.01 seconds and saved to 

Tension_to_failure data file. 

4.4 Optical Microscopy  

After testing, all specimens were examined under a Zeiss Discovery V12 

stereoscopic optical microscope equipped with a Zeiss AxioCam HRc digital camera. 

Examination via optical microscope facilitates determination of failure mechanism. 

 

 
               Figure 15: Zeiss optical microscope. 
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V. Results and Discussions  

5.1 Assessment of Specimen-to-Specimen Variability  

A slight defect in the processing and manufacturing of a composite panel could 

lead to variability in mechanical properties. Consequently, an assessment of the 

specimen-to-specimen variability was essential. In order to assess specimen-to-specimen 

and panel-to-panel variability, elastic modulus of each test specimen was measured at 

room temperature. The average room-temperature modulus values reported by Wilkinson 

[11] are presented in Table 10. 

 

Table 10: Room temperature elastic modulus results for tension-compression specimens. 
Data from Wilkinson [11]. 

Panel Specimen Type 

Average 

Modulus 

(GPa) 

Standard 

Deviation 

(GPa) 

Coeff. Of    

Variation 

MS2-1 C1: [0/90] 2D-PMC 52.1112 1.8081 0.0347 
MS1-1 C3: [0/90] 3D-PMC 40.0783 4.0316 0.1006 

 

 

The modulus of the 0/90° 2D PMC specimens was consistently greater than that 

of the 0/90° 3D PMC specimens. Also, it was observed that 3D PMC specimen exhibited 

greater variability in the modulus values. This could have been due to the addition of the 

Z fibers which required a complex processing that could result in more defects in the 

final product. The modulus values obtained for tension-tension specimens are shown in 

Table 11. 
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Table 11: Room temperature elastic modulus results for tension-tension specimens. Data 
from Wilkinson [11]. 

Panel 
Specimen 

Type 

Average 
Modulus 

(GPa) 

Standard 
Deviation 

(GPa) 

Coeff. of 
Variation 

MS2-1 T1: 2D PMC, [0/90] 59.0076 1.4738 0.0250 

MS1-1 T3: 3D PMC, [0/90] 46.4654 3.4979 0.0753 

 

The comparison between the initial modulus values obtained for tension-tension 

and tension-compression specimens at room temperature revealed a slight difference as 

shown in Figure 16. 

 

 
Figure 16: Room temperature modulus values for the tension-tension and    tension-

compression specimens. Reproduced from Wilkinson [11] 
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 Although it occurred for both material systems, it was less obvious for the 3D 

PMC where the modulus values varied the most. It was assumed that this difference was 

a result of machining the specimens with different shapes (dogbone and hourglass 

shapes) and the resulting interaction between the specimen and extensometer. 

The stress data acquired in compression-to-failure and tension-compression 

fatigue test were normalized according to Equation 5.1 in order to facilitate comparison 

of data for different specimen. Those stresses were normalized as in Formula 5.1: 

𝜎𝑛𝑜𝑟𝑚𝑎𝑙𝑖𝑧𝑒𝑑 =  𝜎𝑎𝑐𝑡𝑢𝑎𝑙
𝐸𝑎𝑣𝑔

𝐸𝑠𝑝𝑒𝑐𝑖𝑚𝑒𝑛
                                    (5.1) 

where 𝐸𝑎𝑣𝑔

𝐸𝑠𝑝𝑒𝑐𝑖𝑚𝑒𝑛
  is the normalization ratio for a given specimen. A specimen was 

considered to be stiffer (higher modulus) when the normalization ratio was less than one. 

For consistency and a fair comparison normalized stress and normalized elastic moduli 

was used analyzing the data. 

5.2 Thermal Expansion  

All elevated temperature tests were conducted with a temperature of 329°C on the 

right side of the specimen, Tright, where the temperature was ramped to a set point at a rate 

of 10°C/min and then held constant for 45 min at zero load. Strain data was collected 

during the temperature ramp up and dwell periods. A representative example plot of the 

thermal stain vs. time is shown in Figure 17. 
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Figure 17: Thermal strain plot vs time for specimen C1-9 

Thermal strains values obtained in this work are listed in Tables 12 – 13. The 

variation in Tleft values can be attributed to multiple reasons, such as laboratory ambient 

temperature, specimen thickness, furnace position relative to the specimen, etc.. 

 

Table 12: Thermal strain data for 3D PMC with 0/90° fiber orientation 

 



29 

Table 13: Thermal strain data for 2D PMC with 0/90° fiber orientation 

 

5.3 Monotonic Compression Tests 

In order to form a baseline for the compression properties of the material systems 

investigated in this research effort, compression to failure tests were conducted at room 

temperature and at elevated temperature, Tright, of 329°C. Compression-to-failure test 

results for the two material systems are summarized in Tables 14 and 15, where elastic 

modulus, compressive strength, and failure strain are presented. Note that compressive 

modulus of elasticity was determined as the slope of best fit line of the initial linear 

region of a stress-strain curve. A dramatic instantaneous drop in stress was evidence of 

specimen failure. 
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Table 14: Summary of compressive properties for 3D PMC 0/90° at room temperature 
and elevated temperature (Tright = 329°C) 

 

Table 15: Summary of compressive properties for 2D PMC 0/90° at room temperature 
and elevated temperature (Tright = 329°C) 

 

5.3.1 Monotonic Compression at Room Temperature 

Due to a limited number of test specimens, only one compression-to-failure test at 

room temperature was performed for each material system. The specimens were loaded 

axially along the 0° direction (warp yarns direction). The stress-strain curve obtained for 

specimen C3-2 (0/90° 3D PMC) is shown in Figure 18.  
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Figure 18: Compressive stress-strain curve obtained for 3D PMC 0/90° fiber orientation 

(specimen C3-2). 

 

The stress-strain response obtained in monotonic compression for the 3D PMC 

with 0/90° fiber orientation is compared with the stress-strain results obtained in 

monotonic tension by Wilkinson [11] in Fig. 19. The specimen tested in compression 

showed a nearly linear response for most of the stress-strain history.  Contrastingly, the 

tensile stress-strain curves obtained by Wilkinson [11] show a non-linear increase in 

modulus. Notably, the compressive strength is nearly 68% less than the UTS. Likewise, 

the failure strain in compression is approximately half of the failure strain produced in 

tension. Finally, the tensile modulus is approximately 7.6 GPa higher than the 

compressive modulus.  
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Figure 19: Tensile and compressive stress-strain curves obtained for the 3D PMC with 

0/90° fiber orientation at room temperature. Tension results from Wilkinson [11]. 

 

Due to a limited number of test specimens, only one 2D PMC specimen with 

0/90° fiber orientation was tested in compression to failure at room temperature. The 

compressive stress-strain response of the 2D PMC with 0/90° fiber orientation is shown 

in Figure 20. The normalized UCS was -410.5 MPa and compressive modulus was 49.43 

GPa. Notably, the UCS of the 2D PMC with 0/90° fiber orientation was nearly 39% 

higher than the UCS of the 3D PMC with 0/90° fiber orientation. Likewise, the 

compressive modulus of the 2D PMC was approximately 9.74 GPa greater than that of 

the 3D PMC. A comparison of compression stress-strain curves obtained for the 2D and 

3D PMCs with 0/90° fiber orientation is depicted in Figure 21. Compressive stress-strain 

behavior of the 2D PMC with 0/90° fiber orientation was similar to that of the 3D PMC 
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with 0/90° fiber orientation. In both 2D and 3D composites, the matrix is likely to play a 

major role in sustaining the compressive load with little contribution from the fibers. 

 
Figure 20: Compressive stress-strain curve obtained for 2D PMC 0/90° fiber orientation 

at room temperature 

 

 
Figure 21: Compressive stress-strain curves for 2D and 3D PMCs with 0/90° fiber 

orientation at room temperature  
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The tensile and compressive stress-strain curves obtained for the 2D PMC with 

0/90° fiber orientation at room temperature are shown in Figure 22. Compressive 

modulus of the 2D PMC is about 13.7% lower than its tensile modulus. Furthermore, the 

normalized UCS of the 2D PMC is only about 49% of its normalized UTS. 

 
Figure 22: Tensile and compressive stress-strain curves for 2D PMC with 0/90° fiber 

orientation at room temperature. Tension results from Wilkinson [11]. 
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The tensile and compressive stress-strain curves obtained for the 2D and 3D 

PMCs with 0/90° fiber orientation at room temperature are shown in Figure 23. 

 
Figure 23: Tensile and Compressive stress-strain obtained for 2D and 3D PMCs with 

0/90° fiber orientation at room temperature. Tension results from Wilkinson [11]. 

 

In summary, the room temperature compression-to-failure results showed that the 

2D PMC with 0/90° fiber orientation had higher compressive strength (UCS) and 

compressive stiffness (modulus) than the 3D PMC with 0/90° fiber orientation, as was 

the case in tension-to-failure tests. While the 3D PMC with 0/90˚ showed a nearly linear 

response, the compressive stress-strain curves obtained for the 2D PMCs with 0/90° fiber 

orientation showed a progressive drop in the stiffness. In contrast the tensile stress-strain 

curves of the 3D PMC with 0/90° fiber orientation showed an increase in the modulus, 

whereas the 2D PMC with 0/90° exhibited a linear stress-strain behavior till failure. 
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5.3.2 Monotonic Compression at Elevated Temperature 

Two compression-to-failure tests were conducted for each material system at an 

elevated temperature of 329°C. Note that unheated side of the specimen fluctuated from 

test to test since it was open to the ambient air. The results obtained in compression-to-

failure tests are summarized in Tables 14 and 15 in section 5.3. As seen in Figure 24, the 

stress-strain curves obtained in monotonic compression for the 3D PMC at elevated 

temperature are similar to those obtained at room temperature. It was determined that the 

compressive properties of the 3D PMC are little affected by temperature. It is 

noteworthy, that Wilkinson [11] reported that the tensile properties and the tensile stress-

strain response of the 3D PMC also appeared to be independent of temperature.  

 

 
Figure 24: Compressive stress-strain response obtained for 3D PMC with 0/90° fiber 

orientation at room and elevated temperature 
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Compressive stress-strain curves obtained for the 2D PMC at elevated 

temperature are compared to those obtained at room temperature in Figure 25. Stress-

strain curves obtained in monotonic compression for both material systems at room and 

elevated temperature are combined in Figure 26. It is seen in Figure 26 that the room-

temperature compressive strength and modulus are higher than the respective elevated-

temperature values. Yet, the difference is not dramatic. As in the case of the 3D PMC, 

compression properties and stress-strain behavior of the 2D PMC are only slightly 

affected by temperature. Similar conclusions were reached by Wilkinson [11] regarding 

tensile properties and tensile stress-strain behavior of the two material systems. Figure 27 

compares the tensile and compressive stress-strain curves obtained for the 3D PMC at 

room and elevated temperature, where Figure 28 compares those of the 2D PMC. 

 

 
Figure 25: Compressive stress-strain response obtained for 2D PMC with 0/90° fiber 

orientation at room and elevated temperature 
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Figure 26: Compressive stress-strain response obtained for 3D and 2D PMCs with 0/90° 

fiber orientation at room and elevated temperature 

 

 
Figure 27: Tensile and compressive stress-strain responses obtained for 3D PMC with 

0/90° fiber orientation at room and elevated temperature. Tension results from Wilkinson 
[11]. 
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Figure 28: Tensile and compressive stress-strain responses obtained for 2D PMC with 

0/90° fiber orientation at room and elevated temperature. Tension results from Wilkinson 
[11]. 

 

Figure 29 compares compressive stress-strain responses of the 3D and 2D PMCs 

with 0/90° fiber orientation. The normalized UCS of the 2D PMC is somewhat greater 

than the normalized UCS of the 3D PMC. Additionally, the compressive modulus of the 

2D PMC is 11.8% higher than that of the 3D PMC. Finally, the failure strain of the 2D 

PMC exceeds that of the 3D PMC by some 21.3%.  

Figure 30 compares tensile stress-strain behavior of the 3D PMC and of the 2D 

PMC with 0/90° fiber orientation at elevated temperature. The average UTS of the 2D 

PMC is 8.6% greater than the average UTS of the 3D PMC. The 2D PMC is also stiffer, 

with the average modulus being 27% greater than that of the 3D PMC. These differences 

in UTS and modulus are similar to the differences observed at room temperature. The 3D 

PMC also exhibited greater failure strains than the 2D PMC (approximately 14.8% 

greater). 



40 

 
Figure 29: Compressive stress-strain response obtained for 2D and 3D PMC with 0/90 

fiber orientation at elevated temperature 

 
Figure 30: Tensile stress-strain response obtained for 2D and 3D PMC with 0/90 fiber 

orientation at elevated temperature. Results reproduced from Wilkinson [11] 

 



41 

The compressive stress-strain results obtained for these material systems at 

elevated temperature are compared with the elevated-temperature tensile stress-strain 

results obtained by Wilkinson [11] in Figures 31. The 2D PMC exhibits higher 

compressive strength and stiffness than the 3D PMC. Yet, for both materials, 

compressive strength and stiffness are below the corresponding tensile values.  

 

 
Figure 31: Tensile and compressive stress-strain responses obtained for 3D and 2D PMC 
with 0/90° fiber orientation at elevated temperature. Tension results from Wilkinson [11]. 
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5.4 Tension-Compression Fatigue Results at Elevated Temperature 

In this research the tension-compression fatigue behavior was investigated at 

elevated temperature.  All tension-compression fatigue tests were carried at an elevated 

temperature of 329°C with a minimum to maximum stress ratio of R = -1 at the 

frequency of 1 Hz. Fatigue run-out was set to  2x105 cycles.  

5.4.1 Tension-Compression Fatigue Performance of 3D PMC with 0/90° Fiber 

Orientation 

Table 16 summarizes tension-compression fatigue results obtained for the 3D 

PMC with 0/90° fiber orientation. The tension-compression fatigue run-out was achieved 

for the maximum stress of 198.9 MPa (79 %UCS). 

Table 16: Tension-compression fatigue results for 3D PMC with 0/90° fiber orientation at 
329°C 

 

 

Tension-compression fatigue results for the 3D PMC are shown as the maximum 

stress vs. cycles to failure (S-N) curve in Figure 32a. Included in Figure 32a are the 

tension-tension fatigue results reported by Wilkinson [11]. Not surprisingly, the 3D PMC 
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with 0/90° fiber orientation exhibits better fatigue performance under tension-tension 

cycling, where the high-stiffness, high-strength fibers control the composite response. 

Conversely, a comparatively weak polymer matrix controls the composite response 

during the compression portion of the cycle in tension-compression fatigue. It is 

instructive to assess the fatigue performance of the composite relative to the composite 

strength, i. e. the UTS for tension-tension cycling and the UCS in the case of tension-

compression cycling. This is accomplished by plotting maximum stress as %UTS (%UCS 

for tension-compression fatigue) on the S-N plot (see Figure 32b). Results in Figure 33b 

reveal that the S-N curves obtained in tension-compression and in tension-tension fatigue 

occur at similar percentages of the corresponding ultimate strength value. Still the 

tension-compression fatigue run-out limit was achieved at a somewhat higher percentage 

of the corresponding strength value (79%UCS) than the tension-tension fatigue run-out 

limit (64%UTS). 



44 

 
(a) 

 

 
(b) 

Figure 32: S-N curves obtained for the 0/90˚ 3D PMC with at elevated temperature.                        
(a) Stress is shown in units of MPa, (b) stress is shown in units of %UTS or %UCS. 

Arrow indicates that fatigue run-out was achived. Tension-tension fatigue results from 
Wilkinson [11]. 
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The tension-compression fatigue results obtained for the 3D PMC with 0/90˚ fiber 

orientation in this research are also compared to the tension-tension fatigue results 

reported by Wilkinson [11] for the 3D PMC with ±45° fiber orientation (see Figure 33). 

The matrix plays a significant role during both tension-compression fatigue of the 0/90 

composite and the tension-tension fatigue of the ±45 composite.  

 
Figure 33: A comparison of the S-N curves obtained in tension-compression fatigue for 

the 0/90 3D PMC and in tension-tension fatigue for the ±45 3D PMC. All tests were 
performed at elevated temperature. Arrow indicates that fatigue run-out was was 

achieved. Tension-tension fatigue results from Wilkinson [11]. 

 

Results in Figure 33 reveal that the tension-compression fatigue performance of 

the 0/90 3D PMC exceeds the tension-tension fatigue performance of the ±45 3D PMC. 

This result is hardly surprising. Recall that the relatively weak matrix dominates the 

entire cycle of the tension-tension fatigue test of the composite with ±45° fiber 

orientation.  In contrast, the matrix only governs 1/2 the tension-compression fatigue test 

of the composite with 0/90 fiber orientation. While the matrix dominates the 0/90 
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composite response during the compression portion of the cycle, fibers dominate the 0/90 

composite response during the tension portion of the cycle. 

Evolution of the hysteresis stress-strain response of the 3D PMC with 0/90° fiber 

orientation during tension-compression fatigue is presented in Figures 34 and 35 for the 

normalized maximum stresses of 192.6 MPa and 211.8 MPa, respectively. Notably, the 

hysteresis stress-strain loops shown in Figure 34 typify the hysteresis stress-strain 

response produced in all tests that achieved fatigue run-out of 2x105 cycles. Results in 

Figure 34 show little strain accumulation and little modulus loss with cycling. The results 

in Figure 35 show that while little strain accumulation occurred in the 212 MPa test, 

considerable modulus loss is observed. It is noteworthy that the stress-strain response in 

Figure 35 remains symmetric with respect to the origin. Additional plots of the hysteresis 

stress-strain response produced in tension-compression fatigue tests are given in the 

Appendix A.  

 
Figure 34: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C3-7 of the 3D PMC with 0/90° fiber orientation at elevated temperature. 
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Figure 35: Evolution of stress-strain hysteresis with fatigue cycles for specimen C3-10 of 

the 3D PMC with 0/90° fiber orientation at elevated temperature. 

 

Of importance in cyclic fatigue is the reduction in stiffness (hysteresis modulus 

determined from the maximum and minimum stress-strain data points during a load 

cycle), reflecting the damage development during fatigue cycling. The change in 

normalized modulus (i.e. modulus normalized by the modulus obtained in the first cycle) 

versus fatigue cycles is shown in Fig. 36. It is seen that for the maximum stress levels 

below 199.5 MPa, the modulus remains relatively unchanged until near failure. The 

modulus loss varied between -9.4% (stiffening) and 45.5% (softening). A somewhat 

erratic modulus behavior observed for some specimens in Figure 36 is considered to be 

the artifact due to the movement of the extensometer rods during fatigue loading. 
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Figure 36: Normalized modulus vs. tension-compression fatigue cycles for the 3D PMC 

with 0/90° fiber orientation at elevated temperature. 

 

The evolution of maximum and minimum strains with tension-compression 

fatigue cycles is presented in Figure 37 for the 3D PMC with 0/90° fiber orientation. In 

most tests, the strains remain fairly constant until near failure. Specimen C3-10 tested 

with the maximum normalized stress of 212 MPa (84% of normalized UCS) represents 

an exception. In the 212 MPa test, considerable increases in tensile and compressive 

strains were observed. 
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Figure 37: Maximum and minimum strain vs. tension-compression fatigue cycles for the 

3D PMC with 0/90° fiber orientation at elevated temperature. 

 

5.4.2 Tension-Compression Fatigue performance of 2D PMC with 0/90° fiber 

orientation 

Table 17 summarizes tension-compression fatigue results obtained for the 2D 

PMC with 0/90° fiber orientation. The tension-compression fatigue run-out was achieved 

for the maximum normalized stress of 161.5 MPa (61% of normalized UCS). 

Table 17: Tension-compression fatigue results for 2D PMC with 0/90° fiber orientation at 
Tright = 329˚C. 
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Figure 38a shows the tension-compression fatigue results obtained for the 2D 

PMC with 0/90° fiber orientation are shown as the maximum stress vs. cycles to failure 

(S-N) curve. Included in Figure 38a are the tension-tension fatigue results reported by 

Wilkinson [11]. Results in Figure 38b reveal that the S-N curves obtained in tension-

compression fatigue occur at lower percentages of the corresponding ultimate strength 

value compared to that of the tension-tension fatigue for percentage value up to ~90%, 

and then the S-N curve obtained in tension-compression fatigue exhibited better 

performance. Figure 39 compares the S-N curves obtained for the 2D PMC with 0/90° 

fiber orientation in tension-compression fatigue with the S-N curves obtained for the 2D 

PMC with 0/90 and with ±45 fiber orientations in tension-tension fatigue by Wilkinson 

[11]. As in the case of the 3D PMC, the tension-compression fatigue performance of the 

0/90 2D PMC is below the tension-tension fatigue performance of the 0/90 2D PMC, but 

better than the tension-tension fatigue performance of the ±45 2D PMC. The fatigue 

limits of the 2D PMC with 0/90 in tension-compression fatigue was 161.5 MPa 

(61%UCS), where it was 585.3 MPa (71%UTS) and 69.4 MPa (55%UTS) for the 2D 

PMCs with 0/90 and with ±45 fiber orientations respectively, in tension-tension fatigue. 
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(a) 

 

 
(b) 

Figure 38: S-N curves obtained for the 2D PMC at elevated temperature.                        
(a) Stress is shown in units of MPa, (b) stress is shown in units of %UTS or %UCS. 

Arrow indicates that fatigue run-out was achived. Tension-tension fatigue results from 
Wilkinson [11]. 
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Figure 39: S-N curves for the 2D PMC at elevated temperature. Arrows indicates that 
fatigue run-out was achieved. Tension-tension fatigue results from Wilkinson [11]. 

 

The evolution of the hysteresis stress-strain response of the 2D PMC with 0/90° 

fiber orientation during tension-compression fatigue is presented in Figure 40 for the 

normalized maximum stresses of 162 MPa.  Note that the hysteresis stress-strain loops 

shown in Figure 40 typify the hysteresis stress-strain response produced in all tests that 

achieved fatigue run-out of 2x105 cycles. Results in Figure 40 show little strain 

accumulation and little modulus loss with cycling. Additional plots of the hysteresis 

stress-strain response produced in tension-compression fatigue tests are given in the 

Appendix A.  
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Figure 40: Evolution of stress-strain hysteresis response with tension-compression fatigue 

cycles obtained for specimen C1-7 of the 2D PMC with 0/90° fiber orientation at 
elevated temperature. 

 

 The change in normalized modulus (i.e. modulus normalized by the modulus 

obtained in the first cycle) with fatigue cycles for the 2D PMC with 0/90 fiber orientation 

is shown in Fig. 41. It is seen that for the modulus remains relatively unchanged until 

near failure, where a decrease in modulus is observed. The modulus loss varied between 

7% and 28%. In contrast to the 3D PMC, the 2D PMC did not show any stiffening at the 

end of the fatigue life time.  
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Figure 41: Normalized modulus vs. tension-compression fatigue cycles for the 2D PMC 

with 0/90° fiber orientation at elevated temperature. 

 

The evolution of maximum and minimum strains with tension-compression 

fatigue cycles for the 2D PMC with 0/90° fiber orientation is presented in Figure 42. In 

most tests, the strains remain fairly constant until near failure. Specimen C1-11 tested 

with the maximum normalized stress of 244 MPa represents an exception. In the 244 

MPa test, considerable accumulation of compressive strain was observed.  
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Figure 42: Maximum and minimum strain vs. tension-compression fatigue cycles for the 

2D PMC with 0/90° fiber orientation at elevated temperature. 

 

5.4.3 Comparison of Tension-Compression Fatigue Performance of the 3D and 

2D PMCs with 0/90 Fiber Orientation. 

The S-N curves obtained for the 3D and 2D PMCs are used to compare the 

fatigue performance of the two material systems in Figure 43.  Although the 3D PMC 

exhibits lower compressive strength than the 2D composite, the fatigue limit obtained for 

the 3D PMC is 19% higher than the fatigue limit obtained for the 2D PMC. However, the 

2D PMC exhibits better fatigue performance at higher maximum stress levels. The 

tension-compression S-N curves obtained for the two composites are also compared in 

Figure 44, where the maximum stress is shown as %UCS. The results in Figure 44 show 

that relative to the UCS, the 3D PMC still exhibits a higher fatigue limit, while the 2D 

PMC exhibits better performance at higher maximum stresses.  
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Figure 43: S-N curves obtained for the 3D and 2D PMCs with 0/90 fiber orientation in 
tension-compression fatigue at elevated temperature. Arrows indicates fatigue run-out 

was achieved. 

 
Figure 44: S-N curves obtained for the 3D and 2D PMC with 0/90 fiber orientation in 
tension-compression fatigue at elevated temperature. Arrows indicates fatigue run-out 

was achieved. Stress is shown as %UCS 
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5.5 Retained Tensile Properties Post-Fatigue. 

All specimens that achieved fatigue run-out of 2 x 105 cycles were subjected to 

tension-to-failure test at elevated temperature of 329°C in order to assess their retained 

tensile properties. Only one tension-to-failure test was successful (specimen C3-6) where 

the specimen failed in tension and broken to two parts. The tension tests failed due to 

failure in the specimen grip section after surviving fatigue of 200,000 cycles. The 

retained tensile properties obtained for the 2D and 3D PMCs are presented in Table 18. 

The results in Table 18 show that the pre-fatigued 3D PMC specimens at σmax of 142.9 

MPa and 192.6 MPa retained their stiffness. However, prior fatigue caused 10-23% 

reduction in tensile strength of the 3D PMC. In the case of the 2D PMC, the specimen 

retained 100% of its stiffness where it caused 50% reduction in tensile strength.  The 

effect of prior tension-compression fatigue on the tensile stress-strain behavior of the 3D 

PMC and 2D PMC is shown in Figures 45 and 46, respectively. The tensile stress-strain 

curves obtained for the as-processed composites by Wilkinson [11] are included in 

Figures 45 and 46 for comparison. It is noteworthy that in all cases, the tensile stress-

strain response of the pre-fatigued specimens remains nearly linear to failure.  

Table 18: Retained properties of the 3D and 2D PMC with 0/90 fiber orientation 
specimens achieved fatigue run-out at elevated temperature. 
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Figure 45: Effect of prior tension-compression fatigue on tensile stress-strain behavior of 

the 3D PMC with 0/90 fiber orientation at elevated temperature. As-processed results 
from Wilkinson [11]. 

 
Figure 46: Effect of prior tension-compression fatigue on tensile stress-strain behavior of 

the 2D PMC with 0/90 fiber orientation at elevated temperature. As-processed results 
from Wilkinson [11]. 
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5.6 Optical Microscopy Examination. 

 Zeiss optical microscopy was used to examine all the specimens tested in this 

research. Also, one as-processed specimen from each material system was examined. 

Those optical micrographs were used to study the failure mechanism of each material 

system.  

5.6.1 Examination of the 3D PMC specimens with 0/90 fiber orientation. 

 Figure 47 shows the sides of the gage section of as-processed 3D PMC with 0/90˚ 

fiber orientation specimen. The optical micrographs reveal the through-thickness Z-fibers 

as well as the rugged texture of the specimen surface and matrix voids. 

 
Figure 47: Optical micrographs of as-processed 3D PMC specimen with 0/90 fiber 

orientation (C3-9): (a) Front, (b) back, (c) left, (d) right. 

 

The failure of the 3D PMC with 0/90˚ fiber orientation tested in tension-

compression fatigue at σmax of 212 MPa is shown in Figures 48 and 49. The failure 

occurred during compression portion of the loading cycle along the plane inclined at a 

45˚ angle to the loading direction. Multiple matrix cracks are clearly visible. While initial 

ply delamination is apparent, the nearly intact through-thickness Z-fibers prevented 

complete delamination of the composite. 



60 

 

 
Figure 48: Stitched optical micrographs of the 3D PMC 0/90 specimen C3-10 after 
failure under tension-compression fatigue at σmax of 211.8 MPa: (a) front (b) back 

 

 
Figure 49: Optical micrograph of the 3D PMC 0/90˚ specimen C3-10 after failure under 
tension-compression fatigue at σmax of 211.8 MPa: (a) left (b) right 
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Figures 50 and 51 show the failure of the 3D PMC specimen with 0/90˚ fiber orientation 

subjected to tension-to-failure test after surviving 2x105 cycles of tension-compression 

fatigue at σmax of 198.9 MPa. Warp fiber pullout and numerous matrix cracks are clearly 

visible with no evidence of delamination. More optical Micrographs of the 3D PMC 

provided in Appendix B. 

 
Figure 50: Stitched optical micrographs of the 3D PMC 0/90˚ specimen C3-6 failed in 

tension test after achieving fatigue run-out at σmax of 199 MPa: (a) front (b) back (c) right 
(d) left  

 
Figure 51: Optical micrograph of the 3D PMC 0/90˚ specimen C3-6 failed in tension test 

after achieving fatigue run-out at σmax of 199 MPa. 
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5.6.2 Examination of the 2D PMC specimens with 0/90 fiber orientation. 

 Figure 52 shows the gage section of as-processed 2D PMC specimen C1-11 with 

0/90˚ fiber orientation. In contrast to the 3D PMC, the surface of the 2D PMC specimen 

appears to be smooth and free of any voids or defects.  

 

Figure 52: Optical micrograph of as-processed 2D PMC specimen with 0/90 fiber 
orientation C1-11: (a) Front, (b) back, (c) left, (d) right 

 

The failure of the 2D PMC with 0/90˚ fiber orientation tested in tension-

compression fatigue of σmax of 238 MPa and 194 MPa are shown in Figures 53 and 54, 

respectively. The failure occurred during compression portion of the loading cycle along 

the plane inclined at a 45˚ angle to the loading direction. Considerable ply delamination 

is apparent. Interlaminar cracks extend to the gripping sections of the specimen. Recall 

that in the case of the 3D PMC, the through-thickness Z-fibers restricted complete ply 

delamination. More optical Micrographs of the 2D PMC provided in Appendix B.  
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Figure 53: Stitched optical micrograph of the 2D PMC 0/90˚ specimen C1-8 after failure 
under tension-compression fatigue at σmax of 238 MPa: (a) back (b) front (c) left (d) right. 

 

 
Figure 54: Optical micrograph of the 2D PMC 0/90˚ specimen C1-10 after failure under 

tension-compression fatigue at σmax of 194 MPa. 
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VI. Conclusion and Recommendations  

6.1 Conclusion 

This research effort examined the compressive stress-strain and compressive 

properties of the 3D and 2D PMCs with 0/90˚ fiber orientation at room and elevated 

temperature. These results were compared to the tensile results obtained in Wilkinson 

work [10]. As expected, the 2D PMC showed higher compressive strength and modulus 

than the 3D PMC. For a given material system, compressive strength and compressive 

modulus were lower than the tensile strength and tensile modulus obtained in prior work 

[11]. For the two material systems, the increase in temperature had little effect on the 

compressive properties of both composites. In the case of the 3D PMC, the temperature 

increase resulted in a 17% loss of compressive modulus and a 15% loss of compressive 

strength. In the case of the 2D PMC, the temperature increase caused a 12% loss of 

compressive modulus and a 35% loss of compressive strength.   

The tension-compression fatigue performance of the two material systems was 

investigated at elevated temperature. The 3D PMC showed a higher fatigue limit than the 

2D PMC, but the 2D PMC exhibited a better fatigue performance at higher stress level. 

As expected, the 3D PMC specimens tested in fatigue exhibited had a localized failure, 

where ply delamination was restricted by through-thickness Z-fibers. In contrast, the 2D 

PMC specimens failed in fatigue showed severe ply delamination with interlaminar 

cracks extending from the failure location to the grip section.  
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6.2 Recommendations 

 Additional investigation research should be carried out to better comprehend the 

mechanical behavior of these 3D and 2D PMCs: 

- Failure initiation and progression during compression and tension-compression 

fatigue loading.  

- Different Loading rate of tension-compression fatigue tests. 

- Higher temperature conditions should be investigated, since the results in this 

research and Wilkinson [11] showed no difference in the mechanical behavior 

between room temperature and elevated temperature where Tright = 329˚C. 

- Compressive properties and tension-compression fatigue performance of the 3D 

and the 2D PMCs with ±45˚. 
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Appendix A: Additional Fatigue Plots 

The compressive S-N curves for the 3D and 2D PMC with 0/90˚ fiber orientation in 

Figures 55 – 56 compares the fatigue performance of these material systems at the actual 

and normalized fatigue stresses.  

 

 
Figure 55: S-N curves obtained for the 3D PMC with the 0/90˚ fiber orientation at actual 

and normalized stresses. Arrows indicates fatigue run-out was achieved. 
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Figure 56: S-N curves obtained for the 2D PMC with the 0/90˚ fiber orientation at actual 

and normalized stresses. Arrows indicates fatigue run-out was achieved. 
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  Figures 57 – 61 shows the stress-strain response for all the remaining 3D PMC 

specimens. 

 
Figure 57: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C3-1 of the 3D PMC with 0/90° fiber orientation at elevated temperature. 

 
Figure 58: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C3-5 of the 3D PMC with 0/90° fiber orientation at elevated temperature. 
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Figure 59: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C3-6 of the 3D PMC with 0/90° fiber orientation at elevated temperature. 

 

 
Figure 60: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C3-8 of the 3D PMC with 0/90° fiber orientation at elevated temperature. 
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Figure 61: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C3-9 of the 3D PMC with 0/90° fiber orientation at elevated temperature. 

 

 

 

 

 

 

 

 

 

 

 

  



71 

Figures 62 – 66 shows the stress-strain response for all the remaining 2D PMC 

specimens. 

 
Figure 62: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C1-6 of the 2D PMC with 0/90° fiber orientation at elevated temperature. 

 

 
Figure 63: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C1-8 of the 2D PMC with 0/90° fiber orientation at elevated temperature. 
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Figure 64: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C1-9 of the 2D PMC with 0/90° fiber orientation at elevated temperature. 

 

 
Figure 65: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C1-10 of the 2D PMC with 0/90° fiber orientation at elevated temperature. 
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Figure 66: Evolution of stress-strain hysteresis response with fatigue cycles for specimen 

C1-11 of the 2D PMC with 0/90° fiber orientation at elevated temperature. 
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Appendix B: Additional Optical images. 

 
Figure 67: Optical micrographs of the 3D PMC 0/90 specimen C3-1 after failure under 

tension-compression fatigue at σmax of 245 MPa: (a) front (b) back (c) left (d) right 

 

 
Figure 68: Optical micrographs of the 3D PMC 0/90 specimen C3-2 after failure under 

monotonic compression at room temperature: (a) front (b) back (c) left (d) right 
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Figure 69: Optical micrographs of the 3D PMC 0/90 specimen C3-3 after failure under 

monotonic compression at elevated temperature: (a) front (b) back (c) left (d) right 

 

 
Figure 70: Optical micrographs of the 3D PMC 0/90 specimen C3-4 after failure under 

monotonic compression at elevated temperature: (a) front (b) back (c) left (d) right 
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Figures 71 – 72 shows the optical micrographs for the 3D PMC with 0/90º fiber 

orientation specimens C3-5 and C3-7 respectively. Both specimen achieved fatigue run-

out of 2x105 cycles. Tension-to-failure tests were conducted on the specimens, but both 

tests failed due to specimen failure at the grip section. 

 

 
Figure 71: Optical micrograph of the 3D PMC 0/90 specimen C3-5 showing cracks on 

the specimen matrix. Specimen survived tension-compression fatigue at σmax of 143 MPa. 

 

 
Figure 72: Optical micrograph of the 3D PMC 0/90 specimen C3-7 showing cracks and 
gauges on the specimen matrix. Specimen survived tension-compression fatigue at σmax 

of 193 MPa. 
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Figure 73: Optical micrographs of the 3D PMC 0/90 specimen C3-9 after failure under 

tension-compression fatigue at σmax of 193 MPa: (a) front (b) back (c) left (d) right 

 

 
Figure 74: Stitched optical micrographs of the 2D PMC 0/90 specimen C1-3 after failure 

under monotonic compression at room temperature: (a) front (b) back (c) left (d) right 
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Figure 75: Optical micrographs of the 2D PMC 0/90 specimen C1-4 after failure under 

monotonic compression at elevated temperature: (a) front (b) back (c) left (d) right 

 

 
Figure 76: Optical micrographs of the 2D PMC 0/90 specimen C1-5 after failure under 

monotonic compression at elevated temperature: (a) front (b) back (c) left (d) right 
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Figure 77: Stitched optical micrographs of the 2D PMC 0/90 specimen C1-6 after failure 

under tension-compression fatigue at σmax of 211 MPa. From left to right: front, back 

 

 
Figure 78: Optical micrographs of the 2D PMC 0/90˚ specimen C1-6 after failure under 

tension-compression fatigue at σmax of 211 MPa viewed from an angle 
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Figure 79: Stitched optical micrographs of the 2D PMC 0/90 specimen C1-9 after failure 

under tension-compression fatigue at σmax of 262.2 MPa: (a) front (b) back (c) left (d) 
right  
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